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Quality Control Certificate

Sample Name 3.00-5.00 mm Sample Number 3.00-5.00 mm
Typical Chemical Analysis
No. Test Result Unit Method
1 SiO2 95.00 %
2 Fe203 0.900 %
3 Al203 1.500 %
4 TiO:2 0.220 % DIN 51001
5 Na:0 0.780 % XRF, S4 Pioneer
6 K20 0.420 %
7 CaO 0.018 %
8 MgO 0.500 %
9 Cr20s3 0.0003 %
10 L.O.I 0.47 % DIN EN 955 - 2, Muffle furnac
Typical Physical Analysis
11 Screen Analysis (mm) Result Unit Method
+5.000 8.00 %
-5.000 +4.750 10.00 %
-4.750 +4.000 13.00 % ASTM C429-01 SIEVE
4.000 +3.350 26.00 % SHAKER , AS 200
-3.350 +3.000 30.00 %
-3.000 13.00 %
12 Moisture Content 1.00 % D 2216 - 98 , Analyzer MA 45

KSA +966 503 810008
BHR +973 333 55 483
JOR +962 79 6179632
e-mail: sales@oso0s-3m.com
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